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LUMINESCENT DECAY OF LOCALIZED OPTICAL EXCITATIONS* 

I N  KC1 

Herbert Mahr 

Laboratory of Atomic and Sol id  S t a t e  Physics 
Department of Physics 

Cornel1 University 
I thaca,  New York 

ABSTRACT 

A s  p a r t  of an e f f o r t  t o  s tudy absorption, luminescence, 

and thermal e x c i t a t i o n  with t h e  same simple impurity 

system i n  a K C 1  s i n g l e  crystal ,  t h e  luminescence a r i s i n g  

~ 

from t h e  o p t i c a l  exc i t a t ion  of iod ine  ions i n  KC1 was 

measured. The e x c i t a t i o n  and emission s p e c t r a  and the  y i e ld  .’ . I 

curves were determined i n  d e t a i l  f o r  d i f f e r e n t  concentrat ions 

of iodine i n  t h e  l a t t i c e  between helium and room temperature 

and f o r  var ious e x c i t i n g  photon energ ies .  Resul ts  obcained 

f o r  t h e  thermal broadening of t h e  emission bands, as w e l l  as 

previous r e s u l t s  on t h e  thermal broadening of absorption 

bands can be  understood i n  terms of a s i m p l e  Franck-Condon 

model. The ex is tence  of 3 emission bands, t h e  observed l a r g e  

Stokes s h i f t  and widely d i f f e r e n t  halfwidths  of t h e  bands 

suggest t h a t  d i f f e r e n t  exci ted states are involved i n  t h e  

absorpt ion and emission processes.  

Advanced Research Pro jec ts  Agency. 
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INTRODUCTION 

The absorpt ion of u l t r a v i o l e t  l i g h t  a t  impurity ions 

d i l u t e d  i n  an a l k a l i  ha l ide  l a t t i c e  leads t o  w e l l  defined 

o p t i c a l  spec t r a  which cons is t  of one o r  more broad bands. 

Any desc r ip t ion  of these e l e c t r o n i c  t r a n s i t i o n s  i n  i o n i c  

c r y s t a l s  has t o  take i n t o  account t he  s t rong  i n t e r a c t i o n  

with l a t t i c e  v ibra t ions ,  t h a t  is, the  s t rong  inf luence  of 

t h e  instantaneous s t a t e  of t h e  surrounding ions i n  t h e  

l a t t i c e .  

a r i s e s  i n  descr ibing bound exc i ted  s t a t e s  i n  i o n i c  c r y s t a l s  

because of a s i t u a t i o n  which i s  unique t o  those c r y s t a l s .  

Any change of t he  charge d i s t r i b u t i o n  of e l ec t rons  due t o  

t h e  absorpt ion of u l t r a v i o l e t  l i g h t  inf luences t h e  

equi l ibr ium d i s t r i b u t i o n  of t h e  surrounding ions through 

Coulomb fo rces .  

a l o c a l  dis turbance i n  the la t t i ce ,  i n  a t i m e  s h o r t  compared 

t o  l a t t i c e  v ibra t ions ,  before the  system can a d j u s t  t o  t h e  

new s i t u a t i o n  and reach thermal equilibrium. 

known about t h e  s t a t e  of t h e  system i n  t h e  intermediate  

t i m e  i n t e r v a l .  

When t h i s  i s  done, however, a major d i f f i c u l t y  

The absorption of l i g h t  introduces the re fo re  

Not much i s  

Only a f t e r  equilibr'ium i s  reached does the  r e t u r n  of 

t h e  system from i t s  new exc i ted  s t a t e  t o  the  ground s t a t e  

manifest  i t se l f  through observable q u a n t i t i e s :  

o r  non-radiat ive t r a n s i t i o n s  through thermal e x c i t a t i o n .  

c o r r e l a t i o n  of measurements of e u c i t s t i m  zr?d u b b a y  J n n o v v  T~T2  W A A A  '' 
t he re fo re  y i e l d  information about t h e  l o c a l  dis turbances 

Luminescence 

A 
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introduced i n  the  l a r t i c e  by absorprion of l i g h t  and about 

t h e  new equi l ibr ium s t a t e s  reached t h e r e a f t e r ,  

The luminescence measurements which s h a l l  be reporced 

i n  t h i s  paper a r e  p a r t  o f  an e f f o r r  t o  s tudy sbsorpcion, 

luminescence, and thermal e x c i t a t i o n  i n  one and t h e  same 

simple impurity system with the  a i m  of underscanding the  

processes following an  o p t i c a l  e x c i t a t i o n .  

was obtained by d i l u t i n g  a small  concenrrAcion of iodine 

Lons i n  a K C 1  l a t t i c e .  

absorpt ion c h a r a c t e r i s t i c s  of t h i s  system have been 

reported. '  Localized exc i t a t ions ,  o r  a s  w e  may c a l l  them, 

loca l i zed  exci tons a r e  formed a t  iodine ion s i t e s .  

The system used 

Detai led measurements of t h e  

These 

loca l i zed  exci tons a r e  very s i m i l a r  i n  many of t h e i r  char- - 
ac ter i s t ics  t o  exci tons i n  pure a l k a l i  ha l ides  which arE 

d i f f i c u l t  t o  s tudy experimentally.  

K I / K C ~  system is  of p a r t i c u l a r  i n t e r e s t .  

For t h i s  reason the  

It w a s  concluded from t h e  absorpt ion measurements t h a t  

K I / K C l  forms a s t a b l e  s o l i d  s o l u t i o n  up t o  a K I  con- 

c e n t r a t i o n  of .1 mol per cen t .  The iodine concentrat ion 

can be  cont ro l led  a t  w i l l  and s i n g l e  c r y s r a l s  can be e a s i l y  

grown. 

a range of 4 1 / 2  orders  of magnitude of absorpt ion constant  

and f o r  a l l  p r a c t i c a l  temperatures and impuricy con- 

The c h a r a c t e r i s t i c s  of t h e  absorpt ion are known over 

c e n t r a t i o n s .  1 

H. Mahr, Phys. Rev. 125, 1510 (1962);  K. Nakamura, - 
K. Fukunda, R. Kato, A .  Matsui, Y .  Uchida, J. Phys. SOC. 
Japan l6, 1262 (1961).  

! 
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MEASUREMENTS 
I) 

K C 1  s i n g l e  c r y s t a l s  w e r e  grown from ch lo r ine  t r e a t e d  

K C 1  powder (Mallinckrodt Chemical Company) i n  a Kyropolous 

furnace.  S m a l l  p ieces  o f  KI s i n g l e  c r y s t a l s  were added 

t o  t h e  m e l t ,  t h e  iodine concentrat ion i n  t h e  c r y s t a l s  being 

determined by t h e  color imetr ic  chemical ana lys i s  described 

previously.  

measurements contained about 2x10” and 2 ~ 1 0 ~ ~  iodine ions/cc.  

Most of t h e  c r y s t a l s  used i n  t h e  luminescent 

A schematic descr ip t ion  of t h e  se tup  used f o r  t h e  

e x c i t a t i o n  and emission measurements i s  shown i n  Fig.  1. 

For t h e  e x c i t a t i o n  measurements a vacuum gra t ing  mono- 

chromator3 of one meter f o c a l  length dispersed the  r a d i a t i o n  

from an H2-discharge lamp.4 The pass band of t h e  mono- 

chromator was held constant and was about 3A f o r  a l l  measure- 

ments. Monochromatic r ad ia t ion  from t h e  e x i t  s l i t  could then 

be passed a l t e r n a t i v e l y  onto the  c r y s t a l  sample o r  onto a 

sodium s a l i c y l a t e  phosphor. 

t h e  c ryos t a t  with the  c r y s t a l  holder  through 90’. 

s a l i c y l a t e  phosphor monitors t h e  i n t e n s i t y  of t h e  inc ident  

r a d i a t i o n .  Luminescent r a d i a t i o n  from t h e  sample could be 

de tec ted  e i t h e r  i n  the  d i r ec t ion  of o r  perpendicular  t o  t h e  

inc ident  beam. 

range, covering about t h e  spectral  width of an emission band 

This w a s  achieved by r o t a t i n g  

The sodium 

For t h e  e x c i t a t i o n  measurements a s p e c t r a l  

F. G .  Houston, Ann. Chem. 22, 493 (1950). 

P .  L. Hartman, Rev. Sci .  I n s t r .  33, 1082 (1962).  

- 

P.  L. Hartman, J. R. Nelson, J .  Opt. SOC. Am. 47, 646 (1957); 
P. L. Hartman, J. Opt.  SOC. Am. 51, 113 ( 1 9 6 n .  - 

6 
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was selected either by a non-luminescent Corning No. 3-75 

cut-off filter in combination with the red cur-off of a 

low dark current EM1 photomultiplier 6097S, or by Baird- 

Atomic ultraviolet interference filters. 

into the solid angle interrupted by the photomultiplier is 

then a relative measure of the total number of photons/sec 

emitted into this spectral range by either sample or 

reference phosphor. 

salicylate phosphor is independent of the photon energy in 

Radiation emitted 

The luminescent yield of the sodium 

the range over which measurements were made, 

signals obtained from sample and sodium salicylate phosphor 

is therefore a relative measure of the total luminescence, 

The ratio of 

.~ defined as: 

Number of photons emitted into an 
entire emission band/sec Total Luminescence = Number of incident photons/sec e 

The total luminescence, as the ratio of directly measurable 

quantities, is widely used in characterizing a luminescent 

process. For the interpretation of the elementary process 

of luminescence the total luminescence is not too useful 

unless the experimental conditions under which the measure- 

ments were taken are explicitly stated in each case. Of 

more direct physical significance is the quantum yield, 

defihed as: 

Number of photons emitted into an emission 
Quantum Yield band / s ec 

Number of absorbed photons/sec 
* 

w 
1 
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In  our case we may neglec t  r e f l e c t i o n  lo s ses  occurring 

i n  sample o r  reference phosphor. 

c r y s t a l s  (Kd >> 1) t he  measured t o t a l  luminescence i s  then 

d i r e c t l y  equal t o  the  quantum y i e l d ?  . 
of t h e  absorption constant K, however, t h e  sample thickness 

d simply cannot be  chosen l a r g e  enough. 

mental d i f f i c u l t y  the  t o t a l  luminescence i n  these  o p t i c a l l y  

t h i n  samples is  now the product of "Quantum Yield x 

Absorption Constant K." 

determined a f t e r  dividing t h e  observed luminescence by the  

absorption constant which was otherwise determined. 

absorpt ion constant i s  a very  r ap id ly  varying funct ion of 

t h e  photon energy t h i s  co r rec t ion  might introduce l a r g e  

e r r o r s .  It was attempted i n  t h i s  experiment t o  set  the 

experimental  conditions such t h a t  the  quantum y i e l d  was 

obtained d i r e c t l y .  

t h e  sample could n o t  be made o p t i c a l l y  th i ck .  

For o p t i c a l l y  t h i c k  

For very  low values 

Due t o  t h i s  experi-  

The quantum y i e l d  can then only be 

If the  

It w i l l  be  s t a t e d  i n  a l l  cases where 

Absolute values of quantum y i e l d  and t o t a l  luminescence 

were obtained a f t e r  cor rec t ing  f o r  t h e  e f f i c i e n c y  of t h e  

phosphor and t h e  d i f f e rence  i n  the  s e n s i t i v i t y  of t h e  

de t ec t ing  system t o  the d i f f e r e n t  spectral  d i s t r i b u t i o n  of 

c r y s t a l  and phosphor e m i ~ s i o n . ~  

approximately known and t h e  absolu te  values  given i n  the  

graphs are c e r t a i n l y  only c o r r e c t  wi th in  a f a c t o r  of two. 

For t h e  measurement of t h e  emission spec t r a  with 

These co r rec t ions  are only 

vacuum u l t r a v i o l e t  exc i t a t ion  t h e  emit ted r a d i a t i o n  was 
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analyzed by a Bausch and Lomb g ra t ing  monochromator placed 

perpendicular t o  t h e  incident  beam. 

band pass o f  t h e  d ispers ing  vacuum monochromator was s e t  

a t  about 75A. 

For t h i s  purpose t h e  

For the  emission measurements (F ig ,  1) a Quartz p r i s m  

monochromator (Bausch and Lomb) dispersed the  l i g h t  from a 

Nestor Hydrogen Lamp, used and suppl ied by Cary a s  t he  

source i n  t h e i r  Cary Model 14 spectrophotometer.  

length range o f  t h e  exc i t i ng  l i g h t  was then l i m i t e d  by t h e  

absorpt ion of a i r .  

f lushed with He-gas. 

pass of approximately lOOA was passed onto the  sample, 

mounted i n  a c r y o s t a t  with wide windows. 

g ra t ing  monochromator placed perpendicular t o  t h e  inc ident  

beam analyzed t h e  emitted luminescent r ad ia t ion .  

length band pass w a s  s e t  a t  e i t h e r  70A o r  35A. 

photomult ipl ier  6255s (Quartz envelope) was used t o  d e t e c t  

t he  r a d i a t i o n .  

t h e  s p e c t r a l  response of t he  photomult ipl ier  and the  

g ra t ing  monochromator. 

shapes a r e  given f o r  a constant frequency pass band r a t h e r  

than a constant  wavelength band pass,  t h e  shape curves f o r  

The wave- 

I n  some cases t h e  monochromator was 

The monochromatic r a d i a t i o n  of  a band 

A Bausch and Lomb 

The wave- 

An EM1 

The recorded spec t r a  were corrected f o r  

A s  t he  t h e o r e t i c a l l y  predicted band 

t h e  emission bands were corrected by ( l /v  2 )dv. I n  t h i s  

way a re la t ive measure f o r  t he  spectral  luminescence, 

defined as: 

- - Spec t r a l  Luminescence - - Number of photons emitted/sec 
Frequency i n t e r v a l  Av 

N e m i  t t e d  / sec  
9 A V  
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was obtained and plot ted i n  the  emission curves vs che 

photon energy hv, 

and monochromator5 were obtained with a tungsten f i lament  

lamp c a l i b r a t e d  by t h e  National Bureau of Standards and 

from a comparison with the  constant  y ie ld6  of sodium 

s a l i c y l a t e  a t  s h o r t  wavelengths, The inc ident  l i g h t  

i n t e n s i t y  was determined f r o m  a comparison with t h e  constant  

quantum y ie ld  of sodium s a l i c y l a t e  

The s p e c t r a l  response of photomult ipl ier  

RESULTS 

Figure 2 gives  a survey of  t he  o p t i c a l  p roper t ies  of 

t h e  iodine centers  i n  K C 1  a t  7 7 ° K .  

constant  on a logarithmic s c a l e  i s  p lo t t ed  vs t h e  photon 

energy. Two absorption bands a r e  c l e a r l y  resolved, a 

t h i r d  one i s  ind ica t ed .  The dashed l i n e  a t  higher  energies  

corresponds t o  t he  absorption edge of pure KC1.  I l luminat ion 

i n  t h e  iodine absorption bands gives r i s e  t o  a blue-green 

luminescence o f  c h a r a c t e r i s t i c s  shown on the  r i g h t  i n  

F ig .  2c.  Here the  s p e c t r a l  luminescence i n  r e l a t i v e  u n i t s  

i s  p l o t t e d  on a l i n e a r  s c a l e  aga ins t  the  photon energy. 

s c a l e . o f  t h e  photon energy i s  doubled from t h a t  used i n  t h e  

absorpt ion p l o t .  The blue-green emission has two over- 

lapping components, a la rge  blue-green band with the  maximum 

a t  2.64 ev and a s m a l l e r  b l u e  band with t h e  maximum a t  

In  Fig.  2a the  absorpt ion 

The 

E 

I am indebted t o  D r .  T. Timusk f o r  t he  use of t h e  emission 
se t -up  and t h e  c a l i b r a t i o n  of t h e  response curves.  

F .  S. Johnson, K. Watanabe, R ,  Tousey, J .  Opt .  SOC. Am. 
- 41, 702 (1951).  
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3.4 ev a t  7 7 " K 0  The t o t a l  a rea  under these  curves i s  a 

r e l a t i v e  measure of the  t o t a l  luminescence which i s  equal 

t o  t h e  quantum y i e l d  f o r  t he  o p t i c a l l y  t h i c k  c r y s t a l s  used 

i n  these  experiments From emission bands obtained under 

e x c i t a t i o n  with d i f f e r e n t  photon energies  the quantum 

y i e l d  was obtained as a funccion o f  exc i t i ng  phoron energy 

and i s  p lo t t ed  above the absorpcion graph i n  F ig .  2b. The 

y i e l d  f o r  t he  blue-green component i s  roughly constant 

throughout t h e  range of iodine absorpEion as shown by t h e  

s o l i d  l i n e  There a re ,  however, t h ree  regions,  indicated 

by arrows, where t h e  y ie ld  i s  depressed. This depression 

i s  very c l e a r  f o r  t h e  dip i n  the  middle,  Ar low photon 

energies  the depression i s  indicated by a non-symmetric 

behavior of t h e  y i e ld  compared t o  t h e  peak of t h e  low energy 

absorpt ion band. This deprcssion does no t  recover towards 

low energies because the sample then becomes o p t i c a l l y  t h i n  

and the  measured s i g n a l  follows rhe rap id  decrease of t he  

absorpt ion cons tan t .  The high energy depression i s  only 

s l i g h t l y  seen i n  t h e  graph but  i s  c l e a r l y  reproducible., 

Exci ta t ion  i n  any o f  these regions leads a l s o  t o  t h e  

emission of an u l t r a v i o l e t  band. I ts  s p e c t r a l  luminescence 

i s  shown i n  Fig.  2c w i t h  a maximum a t  4,64 ev a t  77'K. 

The t o t a l  luminescence emitted i n t o  t h i s  u l t r a v i o l e t  band 

7 0  - 7 . 7 n -  L-- CL- J--L.-J  '1-.-- 
6;vF;LL u y  L L l e :  U ~ D ~ ~ t = : U  L L W  i n  i'ne graph of che excitation 

spectrum Fig. 2b. The maxima of t h e  observed t o t a l  

luminescence coincide with the  depressions chat  occur i n  

t h e  y i e l d  curve f o r  t h e  blue-green emission.. Furthermore 

46 
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t h e  regions of maximum emission of u l t r a v i o l e t  l i g h t  

coincide with regions on the  l o w  energy t a i l  of  t he  

absorpt ion bands i n  a l l  t h r e e  cases ,  as  indicated by 

arrows. 

Emission Spectra 

In  the  following two sec t ions  the  r e s u l t s  obtained 

f o r  t h e  emission and exc i t a t ion  spec t r a  w i l l  be discussed 

i n  more d e t a i l .  Figure 3 shows a d e t a i l e d  measurement 

of t he  blue-green emission bands a t  7 7 ° K .  I d e n t i c a l  

po in ts  w e r e  obtained with two samples of d i f f e r e n t  iod ine  

concentrat ions (2x101’ and 2 ~ 1 0 ’ ~  iodine ions/cc)  and wi th  

var ious energy values o f  t he  exc i t i ng  l i g h t .  There i s  no 

change i n  t h e  shape of the  emission band with iodine con- 

cen t r a t ion  o r  exc i t i ng  wavelength chroughout the  region 

of iodine absorpt ion.  The d a t a  poin ts  o f  Fig.  3 w e r e  

obtained with a reso lu t ion  of 7 0 A .  Control runs taken 

with 3 5 A  and 1 7 . 5 A  reso lu t ion  showed t h a t  the  r e so lu t ion  

was s u f f i c i e n t .  From t h e  shape o f  t h e  undisturbed s i d e s  

of t h e  t w o  overlapping emission bands a symmetric form 

was constructed f o r  both bands as  shown by t h e  dashed 

l i n e s .  This procedure was found t o  b e  cons i s t en t  with 

the  shapes a t  higher  temperatures where the  small  band 

i s  almost absent .  From t h i s  ana lys i s  r e l i a b l e  values f o r  

the halfwidth of t h e  bands were obtained. 

Figure 4 shows the temperature dependence of the 

two blue-green emission bands. The s p e c t r a l  luminescence, 

1 2  
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nomal ized  t o  un i ty  a t  zhe peak of t h c  k r g e  blue-green 

component,is p lo t t ed  vs the  normalized - , ? ~ o K G ~  energy 

(hv max 
The most s t r i k i n g  f ea tu re  i s  the  change i n  r e l a t i v e  

he ight  of t he  small  emission band. From a very small  

value a t  He-temperature t h e  height  r ises  t o  a maximum 

i n  t h e  v i c i n i t y  of 100°K and f a l l s  off  towards room 

temperature.  The halfwidth of the  l a r g e  band increases  

monotonically with temperature as can b e  seen a t  t h e  low 

energy t a i l .  Figure 5 shows s i m i l a r  normalized shape 

curves of the  u l t r a v i o l e t  emission as  a funct ion o f  

-hv), where Vmax i s  t he  frequency a t  the  band peak, 

temperature.  The measurements were taken with a r e so lu t ion  

of 3 5 A .  Again t h e  shapes of zhe curves were found t o  be 

t h e  same f o r  exc i t a t ion  i n  any of t he  t h r e e  regions of  

exc i t i ng  photon energy which s t imula te  t h i s  emission. 

The values of t he  halfwidth obtained as  a funct ion of 

temperature w i l l  be presented i n  F ig .  7 .  

Figure 6 shows t h e  change of t he  maximum pos i t i on  

of t h e  u l t r a v i o l e t  emission a s  a funct ion o f  temperature 

( l e f t  hand ord ina te  s c a l e ) .  

of  t h e  maximum pos i t i on  of t h e  l o w  energy absorpt ion band 

with temperature i s  included ( r i g h t  hand s c a l e ) .  For 

h igher  temperatures hVmax v a r i e s  nea r ly  l i n e a r l y  with T 

i n  both cases,  but  approaches a constant  va lue  a t  l o w  

temperatures.  

For  comparison t h e  change 

The change of t h e  halfwidth of  t he  emission bands 

with temperature i s  shown i n  Fig.  7 .  The square of t he  
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ha.lfwidth i s  p lo t t ed  vs t he  temperature, che l e f t  hand 

s c z l e  corresponding t o  r;he emission bands, rhe r i g h t  

hand s c a l e  t o  H , the  square o f  the halfwidth of t h e  l o w  

energy absorpt ion band, 

proport ional  t o  the  temperaure  T i n  a l l  chree cases ;  

a t  low temperatures the halfwidths l e v e l  off  towards a 

constant value a t  0 ° K .  The ordinace s c a l e  used f o r  

p l o t t i n g  the  absorption r e s u l t s  ( r i g h t  hand sca l e )  was 

mul t ip l ied  by a f a c t o r  1 0 .  In  t h i s  way a common curve 

could be t raced  through the  da ta  poin ts  obtained from 

both the  absorpt ion band the  rhe blue-green emission band 

i n  quest ion.  F o r  t h e  u l t r a v i o l s r  emission the  halfwidth 

i s  given as  measured by the  s o l i d  c i r c l e s .  The open 

c i r c l e s  a r e  the  same values mul t ip l ied  by a common f a c t o r  

of 2 . 4 3 .  Within the  accuracy o f  t he  determination of t he  

halfwidth,  the  temperature v a r i a t i o n  o f  the halfwidths 

i s  the same i n  a l l  three cases .  A t  all zezperatures 

where t h e  smaller b lue  component of t he  blue-green 

emission i s  prominent enough, its halr'widch (determined 

as  shown i n  F ig .  3 )  was approxlx2tely the same as  t h e  one 

o 3 ~ a i n e d  f o r  t h e  l a r g e r  band. The absolute  values of t he  

hzlfwidths  f o r  t h e  various bands a r e  l i k e  1: 1 .56 :  3.16 

for t h e  l o w  energy absorption band, t h e  u l t r a v i o l e t  

e r i s s i o n  band, and the  LWO blue-green emission bands 

2 

A t  hTgk temperatures H2 i s  

r e spec t ive ly .  The shape 

a f t e r  co r rec t ing  f o r  the 

of t he  emission bands was obtained 

s p e c t r a l  response of t he  analyzing 
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g r a t i n g  monochromator and the  photomult ipl ier .  Also the  

i n t e n s i t y  a s  recorded a t  constant  s l i t  width, t h a t  i s  a t  

constant  wavelength i n t e r v a l  A h ,  was  converted t o  t h e  

number of photons per  constant  frequency i n t e r v a l  A V .  

S l i g h t  asymmetries and e r r o r s  are l i ke ly ,  and a more 

r igorous ana lys i s  of t h e  shape curves was n o t  attempted. 

Approximately, however, t h e  shape i s  Gaussian. 

Exci ta t ion  Spectra 

Figure 8 shows a more d e t a i l e d  ana lys i s  of t h e  

e x c i t a t i o n  spec t r a .  

vs t h e  photon energy of t h e  inc ident  UV l i g h t .  

po in ts  correspond t o  samples with t h e  two d i f f e r e n t  

iodine concentrati~ns - 
regions of high absorption constants  a l l  t h e  inc ident  

quanta a r e  absorbed, neglect ing r e f l e c t i o n  lo s ses .  I n  

Fig.  8 t h e  s o l i d  curve a t  t he  top shows t h e  v a r i a t i o n  of 

t h e  quantum y i e l d  wi th  exc i t i ng  energy f o r  t h e  blue-green 

component of t h i s  emission f o r  t h i c k  c r y s t a l s .  

dashed l i n e  connects data poin ts  obtained from an 

o p t i c a l l y  t h i n  sample. 

photonslsec i s  then proport ional  t o  t h e  number of inc ident  

photons/sec t i m e s  t h e  absorption cons tan t .  

t o t a l  luminescence found i n  t h i s  case should reflect  t h e  

shape of t he  absorpt ion constant .  The arrows i n d i c a t e  

t h e  p o s i t i o n  of the two resolved absorpt ion bands 

(Bg.2a) which coincide w i t h  t h e  maximum luminescence found. 

The t o t a l  luminescence is  p l o t t e d  

The d a t a  

For very t h i c k  crys ta l s  arid In 

The 

The re la t ive  number of absorbed 

Therefore t h e  
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I 

The r e s u l t s  obtained with t h e  blue-green component of 

t h e  blue-green e m i s s i o n  f o r  o p t i c a l l y  t h i n  samples thus 

confirm t h e  absorption measurements. 

absorpt ion peak i s  even b e t t e r  resolved i n  emission a s  

shown by comparison with t h e  peaks i n  Fig.  2.  

The h ighes t  energy 

The e x c i t a t i o n  spectrum f o r  t h e  u l t r a v i o l e t  

emission i s  given by the dot ted l i n e  i n  Fig.  8. This 

emission can be exci ted appreciably i n  c r y s t a l s  which 

a r e  1-2 m t h i c k  and contain l a r g e  iod ine  concentrat ions.  

The e x c i t a t i o n  spectrum of t h i s  emission has t h r e e  

maxima which coincide with t h e  depressions found i n  t h e  

y i e l d  curve of the blue-green component of t h e  blue- 

green emission. The t h r e e  maxima a l s o  coincide with 

regions on t h e  low energy t a i l  of t h e  absorpt ion bands; 

t h e r e  i s  no emission of u l t r a v i o l e t  l i g h t  a t  correspondingly 

l o w  absorpt ion l e v e l s  a t  t he  high energy s i d e  of t h e  

absorption bands (compare Fig.  8 with Fig.  2 ) .  

. 

._ - - 

Due t o  t h e  very rapid decrease of t h s  absorption 

constant  a t  t h e  low energy t a i l  of t h e  absorpt ion bands 

even t h e  t h i c k e s t  c r y s t a l s  containing lo1’ iodine ions/cc 

were s t i l l  o p t i c a l l y  th in  over p a r t  of t h e  low energy 

s i d e  of each exc i t a t ion  region.  

g r a t i n g  monochromator l imited t h e  sample thickness t o  

values  of about 2 mm. 

t h e  i n t e r p r e t a t i o n  of the  shape of t h e  e x c i t a t i o n  curves 

d i f f i c u l t .  

The ape r tu re  of t h e  

This experimental  d i f f i c u l t y  makes 

A t  t h e  m a x i m a  of t h e  e x c i t a t i o n  peaks 100% of 

%6 
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t h e  inc iden t  l i g h t  i n t e n s i t y  is  absorbed. Each e x c i t a t i o n  

curve is  the re fo re  c h a r a c t e r i s t i c  of a quantum y i e l d  on the  

high energy s i d e  of the e x c i t a t i o n  maxima. 

energy s i d e  less and less  l i g h t  i s  absorbed, and the re fo re  

t h e  measured values of t h e  t o t a l  luminescence emitted g ive  

only t h e  product of I f  t h e  quantum 

y i e l d  i s  constant  t o  t h e  low energy s i d e  of each e x c i t a t i o n  

maximum then t h e  curves r e f l e c t  t he  shape of t h e  absorpt ion 

cons tan t .  

On t h e  l o w  

x K i n  t h a t  region. !! 

Figure 9 shows the temperature dependence of t h e  

quantum y i e l d  f o r  t he  three  emission bands. 

were obtained i n  d i f f e r e n t  ways.  

corresponds t o  measuring t h e  t o t a l  number of emitted 

photons by s e l e c t i n g  t h e  band pass with cut-off  and 

in t e r f e rence  f i l t e rs .  I n  another set of measurements t h e  

The values  

One set  of da t a  poin ts  
~ - _  

quantum y i e l d  was obtained f rom the  in tegra ted  area of t h e  

emission bands (Figs .  4 and 5 ) .  

agree w e l l .  Two d i f f e r e n t  iod ine  concentrat ions and 

var ious exc i t i ng  wavelengths were used. 

dependence of t h e  quantum y i e l d  was found i n  a l l  cases t o  

be independent of concentration o r  exc i t i ng  photon energy 

wi th in  t h e  iodine absorption band. 

Both sets of da t a  poin ts  

The temperature 

The most accura te  set of da t a  was obtained f o r  t h e  

l a r g e  blue-green component of t h e  blue-green emission 

bands. 

and f a l l s  off very  rap id ly  towards room temperature.  

The y i e l d  is constant from 60°K t o  about 150'K 

The 
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y i e l d  of t h e  smaller  blue component of t h e  blue-green 

emission could be measured with accuracy only i n  a small  

temperature range where i t s  re la t ive  he igh t  is  l a r g e  

enough. A t  l i q u i d  helium temperature t h e  y i e l d  s t a r t s  

a t  a low value of approximately 2-3 x rises then 

t o  a maximum of 2 ~ 1 0 ~ '  a t  around 100°K and then f a l l s  

o f f .  Because of t h e  overlap of t h e  l a r g e  blue-green 

emission t h e  lowest values of t h e  y i e l d  could not  be 

very  w e l l  determined. The s i t u a t i o n  i s  worse f o r  t he  

quantum y i e l d  of t h e  u l t r a v i o l e t  emission. The low energy 

t a i l  of t h e  absorption band, i n  which region t h i s  emission 

is  exci ted,  s h i f t s  w i t h  temperature and t h e  t a i l  becomes 

much less s t eep  a t  higher  temperatures.  Consequently, i t  

i s  d i f f i c u l t  t o  determine how much l i g h t  is r e a l l y  

absorbed a t  d i f f e r e n t  temperatures i n  t h e  region where 

u l t r a v i o l e t  emission is  s t imula ted .  

obtained from a t h i c k  sample of t he  h ighes t  iodine con- 

c e n t r a t i o n  a r e  reproduced. 

drops very r a p i d l y  f r o m  an approximately constant  va lue  

a t  lower temperatures.  

, -- 

I n  F ig .  9 measurements 

A t  around 200°K the  y i e l d  

DISCUSSION 

Summary of t h e  Results 

For t h e  discussion of t h e  r e s u l t s  some of t h e  

observat ions are summarized, including r e s u l t s  obtained 

f o r  t h e  absorpt ion of iodine i n  KC1. 1 
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1) Posi t ion  and halfwidth of t h e  two absorpt ion bands 

a r e  independent of the iod ine  concentrat ion up t o  2x10 19 

iod ine  ions /cc .  

absorpt ion band 

iodine  concentrat ion.  The shape of t h e  absorpt ion band 

i s  Gaussian near  the  maximum absorpt ion;  t h e  absorpt ion 

constant  follows Urbach's r u l e  a t  low absorpt ion l e v e l s  

a t  t he  low energy s i d e .  

r e s u l t s  of absorpt ion measurements with the  same c r y s t a l  

over a period of two years and no c o l l o i d a l  bands o r  

o t h e r  absorpt ion bands could be de tec ted  a t  higher  wave- 

lengths  out  t o  t h e  in f r a red  Res ts t rah len  absorpt ion of 

KC1.  , .  

The t o t a l  i n t eg ra t ed  a rea  of t h e  

K d (hv) i s  propor t iona l  t o  t h e  l 

No changes were found i n  t h e  

These r e s u l t s  then suggest t he  following conclusions: 

Diluted iodine ions i n  K C 1  s i n g l e  c r y s t a l s  occupy ( a )  

s u b s t i t u t i o n a l l y  Cl--sites and are s t a b l e  impur i t ies  a t  

room temperature.  

(b) There i s  l i t t l e  o r  no i n t e r a c t i o n  between neighboring 

They are atomical ly  dispersed.  

cen te r s  up t o  concentrations of 2x101' iod ine  ions /cc .  

The pos i t i on  o f  t h e  long wavelength absorpt ion band 

i s  s h i f t e d  from the  pos i t i on  of t h e  exci ton band of 

pure K I  by an amount which can be understood i n  terms of 

a d i f f e r e n t  l a t t i c e  constant of t h e  surrounding l a t t i c e .  

We might t he re fo re  a t t r i b u t e  t h e  iod ine  absorpt ion t o  t h e  
f o r i t i o n  of excitons a t  iodine s i k e s  i n  .* KLL.  .1 

2)  The halfwidths of 

vary  over a wide range. 

absorp t ion  and emission bands 

A t  7 7 ° K  t h e  halfwidths a r e :  
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Low energy absorption band, H = 0.185 ev;  high energy 

absorption band, H 2 0.09 ev;  blue-green emission band, 

H = 0.59 ev; u l t r a v i o l e t  emission band, H = 0.38 ev. 

The temperature dependence of t he  halfwidths of 

absorpt ion and emission bands is ,  however, t he  same. 

3)  

l a r g e  : 

The Stokes s h i f t  AEs o f  t h e  emission bands i s  very 

U l t r a v i o l e t  Band Small Blue Band Large Blue-green Band 

4 . 6 4  ev 3 . 4  ev 2 . 6 4  ev hVmax 

as 2.06 ev 3 . 3  ev 4 . 0 6  ev 

4 )  The temperature dependence of t h e  quantum y i e l d  and 
~ - _  

t h e  shape of t he  emission bands w e r e  found t o  be  inde- 

pendent of t he  exc i t ing  photon energy. 

a f t e r  the  absorpt ion process thermal equi l ibr ium i s  

reached before  reemission takes p lace  This i s  reasonable 

This suggests t h a t  

because t h e  r a d i a t i v e  decay-time of 10 -8 sec o r  longer 

is  orders  of magnitude longer than t h e  r ec ip roca l  of 

most l a t t i c e  frequencies.  

5) The u l t r a v i o l e t  emission i s  exc i ted  i n  t h r e e  regions 

which, i n  a l l  cases,  cover ranges of absorpt ion constants  

on t h e  l o w  energy t a i l  of t h e  absorpt ion bands. 

Franck-Condon Model 

The thennal broadening of absorpt ion and emission 

l i n e s  i n  i o n i c  s o l i d s  is  usua l ly  discussed i n  terms of 

a Franck-Condon model .7 For comparison with experimental  
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da t a  the  Franck-Condon p i c t u r e  i s  o f t en  used i n  i t s  

s i m p l e s t  form, a s  a one configuracionaf coordinate  

(C.C.) model. This C O C O  model assumes t h a t  a s i n g l e  

l a t t i c e  v i b r a t i o n  of s u i t a b l e  EigenvecLor 9 and 

frequency co might replace the  e f f e c t  o f  many l a t t i c e  

modes on t h e  thermal broadening of an e l e c t r o n i c  

t r a n s i t i o n .  As pointed out by Markharn7 t h e  v a l i d i t y  

of t h i s  assumption can be checked, 

of  t he  F-center i n  K C 1  t h i s  has been done8 by very 

For  t he  absorption 

c a r e f u l l y  measuring the temperature v a r i a t i o n  of t he  

ha l fwid ths .  

systems i n  a l k a l i  ha l ides  r e s u l t s  of absorpt ion and 

For a r a t h e r  l a r g e  number of o the r  impuri ty '  

~ - -  
emission measurements a r e  ava i l ab le .  To t h e  ex ten t  t o  

which t h e  var ious authors have measured t h e  exact shape 

and i t s  temperature va r i a t ion ,  a l l  chess r e s u l t s  a r e  

cons i s t en t  with the  pred ic t ion  of a s i m p l e  one coordinate  

Franck-Condon model. 

I n  add i t ion  t o  explaining t h e  thermal broadening 

of t he  bands the  Franck-Condon model i s  a l s o  used t o  

connect t h e  emission and absorption processes v i a  a 

common exc i ted  s t a t e  9'10as sketched i n  Fig.  10.  It  i s  

For  references t o  e a r l i e r  work and a c r i t i c a l  ana lys i s  
of t he  t h e o r e t i c a l  aspects  see: J, J. Markham, Revs. 
Modem Phys. - 31, 956 (1959). 

8 T n r T - - - z L - -  
J . v .  AuiuLzer ,  2 .  J. iviar 'diam, 2 ,  Ciiem. Piiys 3 2  843 (i9621j. 

A .  von Hippel, 2. Physik - J  101  680 (1936). F. Se i t z ,  

-J  

Trans. Faraday SOC. -- 35, 79 (1939) 

lo C .  C .  Klick and J .  H .  Schulman i n  Sol id  S t a t e  Physics,  
ed i t ed  by F .  S e i t z  and D. Turnbull  (Acad. Press, Inc. ,  
New York, 1957), Vol.  5 .  



-20- 

the  purpose of t h i s  discussion t o  show t h a t  the  r e s u l t s  

obtained from t h e  sys t em K I / I < C l  d i sagree  with those 

pred ic t ions  of t he  s i m p l e  Franck-Condon model which 

ar ise  f r o m  the  coupling of emission and absorpt ion through 

one and the  same excited s t a t e .  

recent  r e s u l t s  obtained from emission s t u d i e s  with o ther  

impurity sys tems i n  a l k a l i  ha l ides  by o the r  authors  a r e  

a l s o  no t  cons i s t en t  with pred ic t ions  from t h i s  coupling, 

On t h e  o ther  hand w e  want t o  show t h a t  the  r e s u l t s  

reported he re  a r e  i n  good agreement with chose predic t ions  

of t h e  s i m p l e  C . C .  m o d e l  which r e s u l t  from t h e  desc r ip t ion  

of an ind iv idua l  t r a n s i t i o n ,  i n  emission as w e l l  a s  i n  

I t  w i l l  be shown t h a t  

absorpt ion.  

Comparison of Theory and Experiment 

The s p e c i f i c  pred ic t ions  a r i s i n g  from the  a) 

assumption o f  a common exc i ted  s t a t e ,  coupling absorpt ion 

and emission, a r e  (Fig.  10) : 

due t o  an allowed e l e c t r o n i c  d i p o l e  t r a n s i t i o n  then t h e  

emission i s  a l s o  an allowed process.  

l i f e t i m e  of t he  excited s t a t e  should then be of t he  order  

of seconds o r  sho r t e r .  2) I f  t he  f o r c e  constants  

coupling t h e  surrounding ions i n  the  exc i ted  s t a t e  a r e  

not  too d i f f e r e n t  from t h e i r  values i n  t h e  ground s t a t e  

of t h e  system, t h e  absolute  valaes  of t he  halfwidth of 

absorpt ion and emission bands should be about t h e  same. 

1) I f  t he  absorption i s  

The r a d i a t i v e  

I I U  
H(o)Abs orp t ion More s p e c i f i c a l l y  t h e  model prediccs:  

J .  J .  Markham, Bull .  Am. Phys. SOC. 7,  197  (1962) ,  - 
22 
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= (Ke/Kg)5/4 where t h e  H(0) are the  H( E m i  s s ion  
r e spec t ive  halfwidths  a t  zero temperature and Ke,  Kg 

t h e  fo rce  constants  of t h e  exc i ted  and ground s ta te .  

3) There should be only one emission band. 4) The 

Stokes s h i f t  as hvmax (Ab s orp  t i on) - hv max (Emis s ion)  
i s  in t ima te ly  r e l a t e d  t o  o the r  experimental da t a :  10 

2 
AEs - 2sfiw," (')Absorption 

where w i s  t h e  frequency of t h e  i n t e r a c t i n g  la t t i ce  

v i b r a t i o n .  For t y p i c a l  values of halfwidth and 

frequencies of impurity bands i n  a l k a l i  ha l ides  we 

ge t :  AEs < 1 ev. 
6- - 

Results obtained from t h e  K I / K C 1  system and several 

recent  experiments done by var ious  authors  on d i f f e r e n t  

impurity systems of a l k a l i  h a l i d e s  d isagree  with one o r  

more of these  pred ic t ions :  1 )  Brown and Swank 12 

obsewed t h e  r a d i a t i v e  l ifetime of t h e  exc i ted  F-center 

t o  be seconds, about 100 t i m e s  l a r g e r  than the  

expected va lue  of seconds. i1 2) The halfwidth of 

absorpt ion and emission bands of iod ine  i n  K C 1  repor ted  

i n  t h i s  work are widely d i f f e r e n t  from each o the r .  \ 
Emission bands obtained from e x c i t a t i o n  of a -centers  13 

and T1-centers i n  KC1, KBr, and K I 1 4  show much l a r g e r  

l2 F. C.  Brown and R. K. Swank, Phys. Rev. Letters 8, 

l3 T. Timusk, Bull .  Am. Phys. SOC. - 7, 38 (1962). 

l4 R. Edgerton, K. Teegarden, I n t e r n a t i o n a l  Symposium 

10 (1962). 

on Color Centers, August, 1962, S t u t t g a r t ,  Germany. 

2 a 
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halfwidths  than the  corresponding absorpt ion bands. 

3) Three, r a t h e r  than one, emission bands were observed 

f o r  K I / K C l .  

reported i n  the  T1-systems. l4 

all t h r e e  emission bands of K I / K C l  is  much l a r g e r  than 

t h e  s h i f t  of < 0 .7  ev predic ted  from t h e  model. 

Stokes s h i f t  of 4 ev reported f o r  t h e  a - c e n t e r  

luminescence13 i s  a l s o  much l a r g e r  than t h e  model 

p r e d i c t s  

There a re  a l s o  seve ra l  emission bands 

4) The Stokes s h i f t  of 

The - 

b) For an ind iv idua l  t r a n s i t i o n  between two 

d i f f e r e n t  e l e c t r o n i c  s t a t e s  t he  C.C. model p r e d i c t s  

an approximately Gaussian shape of t he  r e s u l t i n g  

absorpt ion o r  emission band 7315 and a temperature c- - 
dependence of t he  halfwidth of t he  band which is given 

by: 

H2(T) H2(0) c o t h ( 2 )  with H 2 ( 0 )  - 2.5 S ( ’ k i ~ ) ~ .  (1) 
-I 

Here H(T) is  the  measured halfwidth a t  temperature 

H(0) the  halfwidth a t  near  zero temperature, h u . t h e  

level spacing of t he  exc i ted  and ground s t a t e  o s c i l l a t o r  

T, 

and S t he  v i b r a t i o n a l  l e v e l  of t he  o s c i l l a t o r  reached 

i n  the  peak of t h e  emission o r  absorpt ion process .  

These pred ic t ions  agree w e l l  wi th  experimental 

r e s u l t s  obtained here .  The band shapes are all approxi- 

luuc=ly Gaiissien. The measured halLC,-ibths of ezrch Z m i d  
* i  

l5 M. Wagner, 2. Naturforsch. 1 5 a h ( 1 9 6 0 )  and 
2. Naturforsch. - 16a, 302 (ml). 

2 1‘ 
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are p l o t t e d  a s  coth'l (H2(T)/H 2 (0) )  vs  the  r ec ip roca l  

of t he  temperature, 1 / T ,  i n  F ig .  11. A s t r a i g h t . l i n e ,  

p red ic ted  by formula (1) f o r  t h i s  p a r t i c u l a r  p l o t ,  

can be drawn through t h e  r e s u l t s  obtained from t h r e e  

d i f f e r e n t  bands, the l o w  energy absorpt ion band and 

the  two l a r g e r  emission bands. It might be w e l l  t o  

emphasize t h a t  t he  data  can thus be  i n t e r p r e t e d  with 

t h e  assumption t h a t  only a s i n g l e  l a t t i c e  v i b r a t i o n  of 

frequency w i s  e f f e c t i v e ;  t he  da t a  are, however, no t  

good enough t o  prove t h a t  only one frequency is 

opera t ive  i n  a l l  th ree  cases. 

s t r a i g h t  line, which i s  h / 2 k  one obta ins  %a - From the  s lope  of the  . 

(16 2 1) x ev, o r  an e f f e c t i v e  v i b r a t i o n a l  c- - 
frequency .of weff = 27r x 3 . 9 ~ 1 0  1 2  sec-'. This means 

then t h a t  t h e  same e f f e c t i v e  frequency of l a t t i c e  

v ib ra t ions  i s  dominant i n  determining the  widths of 

t h e  t h r e e  bands. 
-- 

Conc lus ions 

a )  It w a s  shown i n  the  previous s e c t i o n  t h a t  

t h e  s i m p l e  C.C.  model is success fu l  i n  descr ibing 

t h e  experimental r e s u l t s  of i nd iv idua l  t r a n s i t i o n s .  

The combined desc r ip t ion  of t he  absorpt ion and the  

emission process,  using a common exc i t ed  state,  

leads t o  pred ic t ions  which are i n  disagreement with 

experimental observations.  Experimental r e s u l t s  

lead t o  t h e  proposal of an 
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which employs d i f f e r e n t  exci ted states,  one reached 

i n  the  absorpt ion process and o the r  ones where the  

emission processes o r i g i n a t e .  Figure 1 2  is  a very 

schematic representa t ion  of such a model; i t  is  not  

drawn t o  s c a l e .  

More s p e c i f i c a l l y  we  propose t h e  following model: 

Absorption of l i g h t  a t  iod ine  cen te r s  i n  KC1 gives 

r ise t o  an allowed e l e c t r i c  d ipo le  t r a n s i t i o n .  

def ined new e l e c t r o n i c  s t a t e  i s  reached (Born-Oppenheimer 

approximation) and the  new e l e c t r o n i c  wave func t ion  

s t a b i l i z e d  i n  a time s h o r t  compared t o  t h e  r ec ip roca l  

of l a t t i c e w i b r a t i o n a l  frequencies (Franck-Condon 

A 

. 

p r i n c i p l e ) .  This change of charge d i s t r i b u t i o n  of <,-- -- 

e lec t rons ,  fas t  as it i s  compared t o  t h e  motion of 

ions,  inf luences the equi l ibr ium p o s i t i o n  of t h e  

surrounding ions through Coulomb forces  A f t e r  t he  

e x c i t a t i o n  takes  place the  surrounding l a t t i c e  tends 

t o  r e l ax  towards these w e l l  defined new equi l ibr ium 

pos i t i ons  by means of l a t t i c e  v i b r a t i o n s .  From’ t h e  

i n t e r p r e t a t i o n  given t o  the  exper*ental r e s u l t s  

w e  conclude t h a t  t h i s  equilibrium is  no t  reached. 

--- 

Rather a f r a c t i o n  k of t h e  exc i ted  cen te r  occupies 

f i n a l l y  another  exci ted s t a t e  with d i f f e r e n t  

equi l ibr ium pos i t ions  of t he  surrounding ions .  

new exc i ted  s ta te  i s  i n  thermal equi l ibr ium with 

t h e  lat t ice.  Within t h e  lifetime of t h e  new exc i ted  

This 

2 6 
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s t a t e  the  system decays e i t h e r  by r a d i a t i o n  o r  by 

thermal processes which lead t h e  system out of i t s  

exc i ted  s t a t e  without emission of r a d i a t i o n .  

b)  Halfwidth and Stokes S h i f t .  A detailed 

ana lys i s  of t he  temperature v a r i a t i o n  of t he  halfwidth 

of absorpt ion and emission bands, suggested by 

formula (l), provides numerical values f o r  S. S i s  

t h e  v i b r a t i o n a l  l e v e l  of t h e  C.C .  o s c i l l a t o r  model 

which is reached a t  the  peak of emission o r  absorpt ion.  

The values  are S = 18 f o r  t h e  low energy absorpt ion 

band, S = 44 f o r  t h e  u l t r a v i o l e t  and S - 180 f o r  t h e  

blue-green emission band. They are included i n  Fig. 12. 

This f i g u r e  makes use of t he  r e s u l t  that the  same 
c- - 

l a t t i c e  frequency o i n t e r a c t s  with a l l  t h r e e  t r a n s i t i o n s .  

S gives  t h e  average number of phonons re leased  af ter  

an o p t i c a l  t r a n s i t i o n .  From the  values of S t he  

r e l a t i v e  equi l ibr ium s h i f t s  qo f o r  t he  d i f f e r e n t  

exc i ted  s ta tes  can be ca l cu la t ed .  The s h i f t  qOl of 

t h e  exc i ted  s t a t e  from which blue-green emission occurs 

is  twice as l a r g e  as the  s h i f t  qo2 'of  t h e  exc i ted  s ta te  

from which u l t r a v i o l e t  emission occurs (Fig.  12). Both 

equi l ibr ium s h i f t s  a r e  d i f f e r e n t  from t h e  s h i f t  qo of 

t h e  exc i ted  s ta te  reached i n  absorpt ion.  A s t r a i g h t -  

forward ana lys i s  of t he  ind iv idua l  t r a n s i t i o n s  with a 

C.C.  model leads thus t o  a r e s u l t  which is  c o n s i s t e n t  

with our assumption o f  d i f f e r e n t  exci ted states.  The 

Stokes s h i f t  i s  now a parameter which has t o  be determined 

experimentally.  

2 7 
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c )  Exci ta t ion  Spectra .  The shape of t h e  emission 

bands and t h e  e f f i c i ency  of emission were found t o  be 

independent of t h e  exc i t i ng  photon energy throughout 

t h e  range of iod ine  absorpt ion.  This means t h a t  t he  

same f r a c t i o n  k of exci ted cen te r s  w i l l  always end up 

i n  thermal equilibrium with the  l a t t i c e .  

i n  t h e  r e s u l t s  reported.  

t he  d i f f e r e n t  absorption bands i s  used f o r  e x c i t a t i o n s  

nor, wi th in  l i m i t s ,  where, wi th in  one absorpt ion band, 

t he  e x c i t a t i o n  takes p lace .  

d i f f e rence  between exc i t a t ions  i n  t h e  low energy t a i l  

of a p a r t i c u l a r  absorption band leading t o  an exc i ted  

s ta te  from which u l t r a v i o l e t  l i g h t  i s  emitted, and 

e x c i t a t i o n s  i n  the  r e s t  of t h e  absorpt ion band leading 

t o  a d i f f e r e n t  exci ted s t a t e  from which blue-green l i g h t  

i s  emit ted.  

t o  expla in  these  experimental observations 

states which cannot be reached by allowed o p t i c a l  

t r a n s i t i o n s  from the  ground s ta te  may p lay  an important 

r o l e .  

k i s  0.01 - 0.02 

It does no t  mat te r  which of 

There is, however, a d i s t i n c t  

<-- - 

Cer ta in ly  a very d e t a i l e d  model i s  needed 

Excited 

It is  f e l t  t ha t  more experimental information 

i s  needed, a l s o  w i t h  o the r  impurity systems, before  such 

a d e t a i l e d  desc r ip t ion  might be attempted. 

many examples of impurity system where t h e  obsewed 

quantum y i e l d  is  much smaller than one o r  where 

There are 

lcminescezce is cmpletelg absent &=e). *.e questicns 

posed by t h e  s imple  impurity system KI/KCl might t he re fo re  

be of more genera l  i n t e r e s t .  
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CAPTIONS 

Fig.  1: Experimental set-up used f o r  t he  measurement of 

t he  e x c i t a t i o n  and emission spectra. 

used f o r  e x c i t a t i o n  was e i t h e r  a vacuum u l t r a v i o l e t  

g r a t i n g  monochromator o r  a Bausch and Lomb Quartz Prism 

Monochromator. 

and Lomb Grating Monochromator. 

The monochromator 

The analyzing monochromator w a s  a Bausch 

Fig.  2: Optical  behavior of 2x10’’ iod ine  ions/cc 

d i l u t e d  i n  KC1 c r y s t a l s  a t  77’K. 

( a )  Absorption spectrum: The absorpt ion cons tan t  i s  

p l o t t e d  on a logarithmic s c a l e  vs t h e  photon energy. 

The dashed l i n e  ind ica tes  t he  p o s i t i o n  of t h e  absorpt ion 

edge of pure KC1.  \,- - 

(b) Exci ta t ion  spectrum: The s o l i d  l i n e  represents  

t h e  quantum y i e l d  f o r  t he  blue-green component of t he  

blue-green emission band. 

t h r e e  regions of u l t r a v i o l e t  emission. 

curves correspond t o  uncorrected values  of t o t a l  

luminescence. 

of a depression i n  the y i e l d  curve of t he  blue-green 

component emission, of e x c i t a t i o n  maxima f o r  t he  

u l t r a v i o l e t  emission and regions on the  low energy 

t a i l  of t h e  th ree  absorption bands. 

(c )  Emission spectrum: The s p e c t r a l  luminescence 

(a rbLt rary  u n i t s )  of the u i t r a v i o i e t  and the blue-green 

emission i s  p l o t t e d  vs t h e  photon energy. 

d i f f e r e n t  scale used f o r  t h e  photon energy. 

The dashed l i n e  shows the  

These l a t t e r  
- 

The arrows point  a t  coincident  pos i t i ons  

- 

Note t h e  

The blue- 

- 
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green emission cons i s t s  of two components, a l a r g e  

blue-green and a smaller  b lue  emission band. 

Fig.  3: The two overlapping components of t h e  blue-green 

emission measured a t  7 7 ° K .  

undisturbed s i d e s  a symmetric form w a s  constructed,  as 

ind ica ted  by the  dashed l i n e s .  

From t h e  shape of t h e  

The da ta  poin ts  shown 

were obtained f r o m  measurements taken a t  var ious  

e x c i t i n g  photon energies throughout t he  range of iod ine  

absorpt ion and with samples containing 10l8  and 10 19 

iod ine  ions /cc .  The halfwidth is  t h e  same f o r  both 

components. 

Fig.  4 :  Normalized shape curves of t h e  blue-green emission 
-- 

bands a t  var ious  temperatures. 

measurements taken a t  var ious  e x c i t i n g  photon energ ies  

throughout t h e  iodine absorpt ion and f o r  samples con- 

Data points  are from 

t a i n i n g  1OI8 and lo1’ iod ine  ions /cc .  -- 
Fig.  5: Normalized shape curves of t h e  u l t r a v i o l e t  

emission band a t  various temperatures.  

Fig.  6 :  The p o s i t i o n  of t h e  emission band and absorp t ion  

band maxima as a funct ion of sample temperature. The 

l e f t  hand o rd ina te  s c a l e  corresponds t o  the  values 

obtained from t h e  u l t r a v i o l e t  emission band; t h e  r i g h t  

hand o rd ina te  s c a l e  shows t h e  pos i t i on  (obtained from 

measurements) of t h e  low energy absorpt ion band. 

Fig. 7: Temperature dependence of t he  halfwidths  of t h e  

emission bands and the low energy absorpt ion band: 



‘t 

The le f t  o rd ina te  s c a l e  corresponds t o  values  of t he  

blue-green and u l t r a v i o l e t  emission bands, t h e  r i g h t  

hand o rd ina te  s c a l e  corresponds t o  values  obtained 

from the  low energy absorpt ion band. 

measure t h e  square of t he  halfwidths .  The open c i r c l e s  

represent  t he  measured values  of t h e  square of t he  

halfwidths  of t he  u l t r a v i o l e t  emission mul t ip l i ed  by a 

common f a c t o r  2 . 4 3 .  

Both s c a l e s  

F ig .  8: Exci ta t ion  spec t r a  f o r  o p t i c a l l y  t h i c k  and 

o p t i c a l l y  t h i n  samples :  The s o l i d  l i n e  connects 

measurements from an o p t i c a l l y  t h i c k  sample  (d=3mm) 

and measures the  quantum y ie ld  of t h e  blue-green 

component of t he  blue-green emission. 

by the  dashed l i n e  were obtained from an  o p t i c a l l y  

t h i n  sample (d 2 lop)  where the  measured t o t a l  

luminescence represents  the  s p e c t r a l  dependence of 

t h e  absorpt ion constant .  

obtained from a 2mm t h i c k  sample and represents  t he  

e x c i t a t i o n  spectrum of the  u l t r a v i o l e t  emission band. 

I n  each of t h e  three  regions the  sample i s  o p t i c a l l y  

The da ta  connected-. 

The do t t ed  l i n e  connects da t a  

t h i c k  on t h e  high energy s i d e  and o p t i c a l l y  t h i n  a t  

t h e  low energy s i d e .  

Fig.  9: Temperature dependence of t h e  quantum y ie ld :  

The temperature dependence of t h e  quantum y i e l d  of t he  

blue-green emission bands w a s  obtained ac var ious  

e x c i t i n g  photon energies f o r  2x101’ and 2x1Ol8 iod ine  

ions /cc  respectively. The da ta  f o r  t he  u l t r a v i o l e t  
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emission ( f u l l  c i r c l e s )  were obtained from a 2mm 

t h i c k  sample containing 2x10'' iod ine  ions/cc.  

The sample w a s  only approximately o p t i c a l l y  t h i c k  

f o r  t h e  exc i t i ng  l i g h t  a t  var ious  temperatures.  

Fig.  10: One coordinate conf igura t iona l  (C.C.) 

The t o t a l  energy of t h e  Franck-Condon model. 

impurity system i s  p l o t t e d  vs t h e  conf igura t iona l  

coordinate  9. 

absorpt ion and maximum emission are ind ica t ed .  

t r a n s i t i o n s  lead t o  v i b r a t i o n a l  l e v e l s  S. This 

s p e c i a l  model assumes a "common" exc i ted  s ta te  f o r  

absorpt ion and emission process .  

Trans i t ions  corresponding t o  maximum 

These 

<.- -- 
1 2  2 Fig.  11: Values of coth- (H (T)/H (0 ) ) ,  obtained from 

1 
t h e  measurements of t h e  halfwidth of t he  low energy 

absorp t ion  band, the blue-green component of t h e  blue- 

green emission bands and of t he  ul t raviolet--emission 

band, are p l o t t e d  vs 1 / T .  The s lope  of t he  s t r a i g h t  

l i n e ,  given by formula (1) corresponds t o  a value of 

ho = 1 6 ~ 1 0 - ~  ev. 

Fig.  12 :  One coordinate conf igura t iona l  Franck-Condon 

It is  assumed model proposed f o r  t h e  K I / K C l  system. 

t h a t  d i f f e r e n t  exci ted s t a t e s  are involved i n  the  

absorp t ion  and emission processes .  

i nd iv idua i  ~ ~ ~ ~ Y A L L U L L S  uaa=:u ozi f o m d a  (1) gives the 

An ana lys i s  of t he  
-t-+-- L - - - d  

values  of S and .qo given. The diagram is  no t  drawn 

t o  scale. 
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